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Abstract

The paper presents part of a larger research project on the effect of alternating long term freezing and thaw-
ing cycles on the micro and macro scale properties of cementitious mortars containing superabsorbent poly-
mers (SAP). 
This study analyses a relationship between the alterations of cement paste morphology caused by the omni-
directional exposure to freeze/thaw cycles in presence of NaCl ions. The effect of a number of alternating
freezing and thawing cycles on the performance of mature mortars is assessed. Research work focuses on
characterization of mortars modified by two different polymers – copolymer of acrylamide and acrylic acid
and a polymer based on acrylic acid. Experimental results confirmed a noticeable impact on the mechanical
properties and f/t performance of mortar mixes. It was noted that the effect of SAP changes over time. 
Keywords: Cementitious mortars; Freeze/thaw performance; Superabsorbent polymers.
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1 Introduction

Increasing expectations and requirements for
building materials are nowadays widespread and
constantly evolve. Durability and long life cycle,
even under severe environmental conditions, are
essential evaluation criteria for new high-perform-
ance materials. Therefore even more crucial chal-
lenge is to fulfil sustainability trends, having in
mind ecological, safety and energy consumption
considerations.
In order to meet above expectations cementitious
composites can be modified by various chemical
admixtures, including superabsorbent polymers
(SAP). SAPs are crosslinked networks of
hydrophilic polymers, mostly based on polyacry-
late and polyacrylamide, with a high capacity for
water uptake. They can absorb and retain a large
amount of water from surroundings (up to 5000
times to SAP weight) even under pressure depend-
ing on the crosslink density of the network [1, 2].
The use of SAP as an admixture for concrete has
been extensively described in the work of O. Jensen
and P. Hansen [3]. Main advantage of SAP intro-
duction to cement matrix is prevention of self-des-
iccation by retention of water in mixes with low
water to cement ratios. Further studies on the SAP
applications in concrete technology as internal cur-
ing agent have been carried out and well docu-
mented in the literature [3, 4, 5]. Nevertheless,
there is still lack of consensus on their ability to
enhance concrete performance in adverse service
conditions, in particular in freeze/thaw environ-
ment. From the practical point of view to obtain
overall assessment of these admixtures, the effect
of de-icers on cementitious materials should be
investigated. One of the most popular de-icer in a
common use is chloride based de-icer NaCl.

Sodium chloride solution may deteriorate cement
matrix by chemical and physical reactions. NaCl in
combination with water can reduce integrity and
strength of cement matrix and further the propaga-
tion of moisture [6]. In principle, free water
progresses to zones with high salt content through
the process of osmosis increasing hydraulic pres-
sure. On the other hand de-icer with appropriate

concentration may be beneficial for freeze/thaw
resistance by lowering the temperature when water
turns into ice. 

Continuous release of water during the process of
hydration achieved by addition of SAP may prevent
the self-desiccation and in consequence mitigates
destructive effects of freezing and thawing [3]. The
empty pores are the result of water consumption
during the hydration process of cement. The poros-
ity is mainly determined by the amount and particle
size distribution of SAP and the water absorption
characteristics. Additionally, it is expected that part
of irregular capillary pores can be replaced by
larger spherical voids formed by saturated poly-
mers [7]. The importance of polymers particles is
based on assumption that SAP forms systems of
fine, evenly distributed pores, which are filled with
swollen polymers in fresh or young cement paste,
but then leave empty cavities at later ages. There-
fore, after drying out, in the collapsed stage SAP
creates air filled pores, which may act similarly to
air-entrained pores. However, SAP-pore system,
unlike the air bubbles obtained by air-entrained
agent application, is very robust and results in a
high predictability of its properties and durability to
the processing and transport [8]. SAP affects the air
content of fresh concrete mixes and consequently
porosity of hardened concrete matrix. During mix-
ing small air bubbles may adhere to polymers sur-
face and increase air content [9].

In the light of the above considerations a compre-
hensive research program is essential to verify avail-
able data and enable the formulation of deterioration
models. This paper aims to address the problem by
presenting some preliminary investigations. 

2 Materials and Methods

Portland – fly ash cement CEM II/B-V 32.5R (fly
ash max. LOI 7 %), in accordance with EN 197-1
[10] was used in this study. Cement containing min-
imum 30 % of fly ash by weight was mixed at 1:1
ratio with fine sand (99 % of particles distributed
below 0.6 mm). Chemical composition of cement is
given in Table 1.

Table 1: Chemical composition of CEM II/B-V 32.5R by oxides by weight percentage.

Oxides by wt%

Na2O MgO Al2O3 SiO2 SO3 K2O CaO TiO2 Cr2O3 MnO Fe2O3 ZnO

0.00 1.33 13.13 32.69 4.11 1.26 43.48 0.56 0.08 0.07 3.29 0.02
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Throughout the investigation a total water to
cement ratio of 0.45 was maintained. Two types of
the SAP were used in concentration of 0.25 % by
weight of cement content. Detailed information
about mix composition is presented in Table 2.

Abbreviations used in this text mean:

• R, A, B – reference samples (without SAP),
mixtures with SAP A, mixtures with SAP B

• (R, A, B)-S – mixtures subjected to
freeze/thaw cycles and NaCl solution (after
1 month of initial laboratory curing)

• (R, A, B)-L – mixtures cured in laboratory
conditions.

The SAP used in the study, were cross-linked poly-
mers provided by BASF. SAP A is a copolymer of
acrylamide and acrylic acid and SAP B is a poly-
mer based on acrylic acid. Products have absorp-
tion capacity of 200-250 ml/g in demineralised
water. The absorption in mortar depends on the
product and is approximately 10 g/g for SAP A
and 5 g/g for SAP B. Both materials are prepared
by grinding and screening to a size of 63-125 µm,
with less than 10 % of smaller particles. The size
of particle has a strong implication on absorp-
tion/desorption kinetics of SAP [11]. Fig. 1 shows
SAP A and SAP B particles in dry and wet condi-
tions. Samples in wet condition have been
observed under the SEM after 5 minutes from their
contact with water.

Table 2: Cement mortar composition & fresh mortar properties.

Mix code

R - reference A - SAP B - SAP

(Water/Cement)tot 0.45 0.45 0.45

(Water/Cement)eff 0.450 0.425 0.438

SAP content [%] 0 0.25 0.25

Air content [%] 0.45 0.75 0.30

Flow [mm]
Before jolts 217.5 100.0 192.5

After 15 jolts >250 197.5 >250

Figure 1: SEM images of dry (left) and wet (right) of SAP A (top) and SAP B (bottom).
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After 1 month of curing in a laboratory conditions
(40±5 RH % and 24±2 ºC; under polythene cover)
half of mortar prisms (160x40x40 mm) were
exposed to freezing and thawing cycles with ambi-
ent temperature ranging from -20 ºC to +20 ºC, pro-
ceeded by the 24 hours immersion in 3 % NaCl
solution. Samples were subjected to 4 cycles per
24 hours. Every seven days, during a thawing part
of cycle, samples were placed for 3 hours into the
NaCl solution. The programmed relative humidity
in the Climate Control Chamber was maintained at
the level of 80 % at the positive range of tempera-
ture. In monthly intervals, f/t samples were tested
concurrently with those stored in laboratory condi-
tions. The samples have been exposed to the maxi-
mum of 360 cycles of f/t.

The analyses of mechanical properties were per-
formed using standardized procedures in accordance
to BS 1881-119:1983 [12]. Microstructural exami-
nation has been carried out with the use of Porosime-
ter (Micromeritics Autopore IV 9500) and Scanning
Electron Microscopy (Carl Zeiss EVO 50).

3 Results and Discussion

Experimental program consisted of determination
of mechanical properties followed by the MIP and
SEM analysis. Analysis of the compressive
strength results, presented in Fig. 2, reveal an inter-
esting relationship. In general, addition of SAP A
slightly increased and SAP B slightly decreased

compressive strength by comparison with refer-
ence sample for laboratory curing in all ages. The
exposure to freeze/thaw cycles and NaCl solution
insignificantly decreased the strength for all mixes
when compared with corresponding lab cured
specimens, with the exception of sample R after 3
months and B after 2 months. However, it can be
noticed that the ratio of strength reduction (lab cur-
ing/climatic chamber curing) was negligible for
samples containing SAP B. This polymer
decreases the compressive strength of mortars and
further exposure to adverse conditions does not
affect the strength. In turn, it is apparent that addi-
tion of SAP A increases compressive strength
which was lowered to the minor extent by expo-
sure to f/t cycles. Nevertheless, prolonged deterio-
ration of samples was very limited after the first
month.
The results of the total porosity (Table 3) indicate
rather insignificant influence of Sodium Chloride
exposure on the freeze/thaw performance of tested
samples. Small decrease in porosity with time was
recorded for all lab cured samples that confirmed
progress of hydration process. The influence of
SAPs manifests itself in an increase of total porosi-
ties for lab cured A samples and in a decrease for B
samples in comparison with corresponding refer-
ence samples. Total porosities for samples subjected
to f/t cycles show a tendency to increase, particularly
in reference samples, indicating a frost damage.

Figure 2: Compressive strength of samples cured in lab conditions in comparison with samples subjected to f/t cycles
and NaCl solution (age corresponds to period of f/t curing).
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Fig. 3 below presents the results of pore size distri-
bution of all analysed samples. Log differential
intrusion vs. pore size diameter curves for samples
(R,A,B) subjected to f/t cycles and NaCl solution
for 1, 2, 3 months in comparison to corresponding
samples cured in lab conditions are shown. In gen-
eral two distinctive pore size ranges can be identi-
fied: 30-70 nm and 200-700 nm.

A strong effect of SAP A after 2 months of lab curing
has been noticed. The largest share of pores occurred
for diameters of approximately 60-70 nm. This peak
decreased with time and moved slightly in the direc-
tion of smaller pores 30-50 nm (after 4 months of lab
curing). At the same time another small peak has
appeared for larger pores, approximately
300-900 nm. SAP A has relatively high water intake
and is more stable, resulting in extended period of
desorption. It is likely therefore, that the larger pores
were created as a result of collapsing SAPs while
increase of small pores could be explained by a for-
mation of denser network of CSH gel. 

The exposure of SAP A mortars to freeze/thaw
cycles and salt resulted in the reduction of small
pores peak. The most pronounced changes have
taken place during the first month of f/t in the cli-
matic chamber. Prolonged exposure to f/t cycles
has led to a small move of the peak towards bigger
pores. This gives an indication that most changes in
microstructure for A samples occurred in first days
of f/t cycles and a subsequent progressive deterio-
ration of samples was very limited. This observa-
tion is in accordance with the compressive strength
results, where no major changes have been
observed with time.

On the other hand, the effect of SAP B is very lim-
ited. Microstructural characteristics of samples
containing SAP B were very similar to the refer-
ence samples, regardless of curing regime. The pro-
longed exposure to f/t cycles resulted in a slight, but
gradual decrease in small pores of diameters of
approximately 30-70 nm and increase in a share of
bigger pores, giving an indication of progressive
deterioration. Similarities in microstructural char-

acteristics of samples B and reference samples
could be attributed to the relatively low absorption
capacity of SAP B.

Extensive analyses by the Scanning Electron
microscopy have confirmed rather limited effect of
the exposure to alternating freezing/thawing in the
presence of salt. The micro characteristics of refer-
ence samples cured 1 month in chamber were very
similar to these cured in the laboratory conditions.
Fig. 4 shows internal structure of samples subjected
to f/t cycles for 1 month and corresponding lab
cured samples. In all cases unreacted particles of fly
ash were visible and in samples containing SAP A
additional voids created by polymer could be iden-
tified. Pores that appeared as a result of SAP B
addition were not so pronounced.

Comparing all samples after 3 months of curing in
the climatic chamber with corresponding lab cured
ones it can be noted that samples cured in lab con-
dition have a smaller number of small pores
(30-70 nm). This could be attributed to the
restricted availability of water for hydration.

This limited effect of freezing and thawing cycles
on mortars may be associated with the presence of
NaCl ions. Although in general, deterioration of
internal structure results from ice formation and
pressure generation by salt crystals formation, salts
may have some positive effects. At some concen-
trations salts may positively affect the durability of
concrete by delaying the ice formation. Even if
some ice is formed, the salt concentration in the
residual solution will increase and in this way any
further ice growth is retarded. Additionally, salts
prevent from the capillary effect that occurs only at
lower temperatures, and only to lesser extent than
by freezing without salts. It should be pointed out
that the lowest temperature for salt solution to be in
a liquid phase is -21.1 °C. This temperature is lower
than cooling temperature applied in this study.
Additionally 3 % NaCl solution used here is near to
the lower limit of deteriorating salt concentrations
(2-14 %) [13] and therefore not affecting mortar
performance to any significant extent.  

Table 3: Total porosity of samples [%].

Age
Mix

R-L R-S A-L A-S B-L B-S

1 month 21.45 17.84 21.49 21.44 18.75 19.75

2 months 19.83 19.03 20.98 20.79 18.52 18.84

3 months 19.45 19.59 20.08 21.00 16.99 19.56
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Figure 3: Pore size distributions in samples cured in lab conditions and subjected to f/t cycles after 1, 2 and 3 months
(age corresponds to period of f/t curing).
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4 Conclusions

Based on presented experimental results the fol-
lowing conclusions can be formulated:

• Superabsorbent polymers have noticeable
impact on the mechanical properties of mor-
tars. Although small decrease of compressive
strength has been observed for samples sub-
jected to f/t cycles and salt exposure, the pro-
gressive deterioration of samples after first
month was very limited.

• A very strong effect of SAP A, noticeable in
early stages of lab curing, diminishes with
time. The reduction of that effect is acceler-
ated by the prolonged exposure to
freeze/thaw cycles. In contrary, the effect of
SAP B is minimal. Analyses of microstruc-
tures for SAP B samples and the reference
samples showed significant similarities. It
may be explained by the significant differ-
ence in water absorption rate for different
SAPs in cement composites.

• The freezing and thawing cycles and salt
exposure had limited effect on mortar per-
formance. However, it might be more pro-
nounced in typical service conditions when
composite is subjected to multi-damaging
processes - simultaneous exposure to freez-
ing/thawing, external loading, sulphate attack
and so on. 
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